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Sample Description: Sample described as "Dr.Bond, APD-7030" was received.

TEST RESULTS
(As per EN 204:2016)

TEST CERTIFICATE NO: C2l0000022128

Date :2310812019
Job No : 1907-2-814l-508
Booking No : RGl920l2l684
BookingDate :2210712019
Customer Ref No. : e mail
Customer Ref Dt. : 0410612019

ULRNO. :

RESULTS REQUIREMENTS CONFORMITY
(Durability class - D3)

SI.NO. TESTS

1 Adhesive Strength, N/mm2
(Conditioned according to EN 205)

a. Tdays in standard conditions

Q3+2oC and 50+57oRII)

b. Tdays in standarti conditions

Q3+2oC and 50+5%oRII) and
4 days in cold water (at 20+5oC)

c. Tdays in standard conditions

Q3+2oC and 50+57oRII),4 days
in cold water (at 20+5oC) and
7 days in standard conditions

Q3+2oC and 50+57oRH)

Received Date : 22-07-2019

Completed Date : 23-08-2019
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Scanned @pi$/photo@pi€s or any ollrer coples should be authenticated by refeence to the original report.

See overleaf for terms & conditions


